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TCVN 7987:2018
ISO 11724:2016
NHIEN LIEU KHOANG RAN - XAC BINH FLO TONG TRONG THAN, COC VA TRO BAY
Solid mineral fuels - Determination of total fluorine in coal, coke and fly ash

L&i néi dau
TCVN 7987:2018 thay thé TCVN 7987:2008.
TCVN 7987:2018 hoan toan twong dwong v&i ISO 11724:2016.

TCVN 7987:2018 do Ban ky thuat tiéu chuan quéc gia TCVN/TC27 Nhién liéu khoang ran bién
soan, Tong cuc Tiéu chuan Do lwdng Chat lwgng de nghi, Bo Khoa hoc va Céng nghé cdng bo.

NHIEN LIEU KHOANG RAN - XAC BPINH FLO TONG TRONG THAN, COC VA TRO BAY
Solid mineral fuels - Determination of total fluorine in coal, coke and fly ash
1 Pham vi &p dung
Tiéu chuan nay quy dinh phuong phap xac dinh flo tdng trong than, céc va tro bay.

Phép xac dinh flo tdng nay, khéng dung dé danh gia lwong flo giai phong ra méi trwdng khi st dung
than va can tro.

2 Tai liéu vién dan

CAc tai liéu vién dan sau 1a can thiét khi p dung tiéu chuan nay. i v&i cac tai liéu vién dan ghi
nam cong bo thi ap dung ban dwoc néu. Doi véi cac tai liéu vién dan khéng ghi nam cong bo thi ap
dung phién ban mé&i nhat, bao gom ca cac ban stra doi (néu cb).

TCVN 172 (ISO 589), Than d4 - Xéc dinh dé &m toan phan.

TCVN 4919 (ISO 687), Céc - Xac dinh dé 4m trong mau phan tich.

TCVN 8620-2 (ISO 5068-2), Than nau va than non - Xac dinh ham long 4m - Phuong phap khdi
lirong gian tiép.

TCVN 11152 (ISO 11722), Nhién liéu khoang ran - Than da-Xac dinh d6 4m trong mau thc phan tich
chung bang phwong phap say trong dong nito.

ISO 5069-2, Brown coals and lignites - Principles of sampling - Part 2: Sample preparation for
determination of moisture content and for general analysis (Than nau va than non - Nguyén tac lay
mau - Phan 2: Chuan bj mau dé xac dinh ham Iwrong am va dé phan tich chung).

ISO 13909-4 Hard coal and coke - Mechanical sampling - Part 4: Coal - Preparation of test samples
(Than da va céc - Lay mau co hoc - Phan 4: Than - Chuén bj mau thi).

ISO 13909-6 Hard coal and coke - Mechanical sampling - Part 6: Coke - Preparation of test samples
(Than da va coc - Lay mau co hoc - Phan 6: Coc - Chuan bj mau thi).

3 Thuat ngir va dinh nghia
Khéng c6 thuat ngir va dinh nghia dworc liét ké trong tiéu chuén nay
4 Nguyén tac

Trén méau than, cde hoéc tro bay véi silica, va thdly phan nhiét dé cao trong 106 éng & nhiét dd khoang



1200 °C trong mai trwdng oxy va hoi nwac. Hap thu hén hop flo bay hoi bang dung dich phi hop
va tien hanh xac dinh bang dién cwc chon loc ion (ISE) hoac ky thuat sac ky khi ion (IC).

5 Thuéc ther

CANH BAO Phai can than khi tiép xtc vé&i thudc thie, vi nhiéu thudc thir cé tinh doc va an
mon.

Trong qua trinh phan tich, néu khéng co6 quy dinh khac, chi diing thudc thir loai tinh khiét phan tich
va chi dung nwéc cat hoac nwéc cé do tinh khiét twong dwong.

5.1 Silica ¢& hat I&n nhat 75 um, nung & 1 000 °C trong 1 h.

CHU Y Silica min c6 thé gay nguy hiém dén strc khde con ngudi néu hit phai.
5.2 Dung dich str dung cho phép do ISE

5.2.1 Dung dich flo tiéu chuén (1 g chira 200 pg F)

a) Béi v&i phwong phap so sanh truc tiép

Hoa tan 0,221 0 g + 0,000 2 g natri florua da say kho (110 °C trong 1 h) trong khoang 400 ml nwéc
chira trong chai nhya da biét trieéc khoi lwgng, pha lodng bang nwéc den 500 g = 0,5 g, va lac deu.

b) Béi v&i phwong phap cho thém chét phan tich

Hoa tan 0,221 0 g + 0,000 2 g natri florua da say khd (110 °C trong 1 h) trong chai nhya da biét
trwde khoi lwgng 150 ml nwéc va 100 g chat dém (5.2.3). Pha lodng bang nwéc den 500 g £ 0,5 g,
va lac déu.

5.2.2 Dung dich hap thu (0,025 mol/l NaOH)

Hoa tan 2,0 g natri hydroxit trong khoang 500 ml nwé'c. Chuyén vao chai nhya da biét trwée khoi
lvong 2,5 L, pha lodng bang nwéc dén 2 000 g, va lac déu.

5.2.3 Chat dém (pH 6,5)

Hoa tan 10,0 g kali nitrat, 5 g axit 1,2-cyclohexylenedinitrilotetraacetic (CDTA) va 115 g amoni acetat
trong 350 ml nwée. Dieu chinh pH bang axit acetic bang dén 6,5. Pha lodng bang nwéc dén 500 g,
va lac deu.

5.2.4 Dung dich dé bao quan ISE florua

Can 20 g nwoc, 20 g dung dich hap thu (5.2.2) va 10 g chat dém (5.2.3) cho vao lo nhd bang
polystyren (5.2). Thém khodng 200 mg dung dich flo tiéu chuan [5.2.1 a) hoac 5.2.1 b)], va lac déu.

5.3 Dung dich str dung cho phép do IC
5.3.1 Dung dich flo tiéu chuan (1 g chira 200 pg F)

Hoa tan 0,221 0 g + 0,000 2 g natri florua da séy kho (110 °C trong 1h) trong khoang 400 ml nwéc
chira trong chai nhwa, pha lodng bang nwéc dén 500 g = 0,5 g, va lac deu.

5.3.2 Dung dich hap thu str dung cho phép do IC

Hoa tan 0,300 g natri hydro cacbonat va 1,120 g natri cachonat trong khoang 500 ml nuéc va pha
lodng dén 2 L.

5.4 Oxy, nén.
6 Thiét bi, dung cu

6.1 Lo nho, duoc lam bang thdy tinh hoac polystyren, dung tich 10 ml dén 30 ml ¢4 nap bang nhya
dé lap vtra khit.

6.2 Chai polypropylen hodc lo nhé polystyren, dung tich 125 ml, ¢ réng c6 nép van.



6.3 Can, cd kha nang can chinh xac dén 0,000 1 g; can c6 kha nang can khoang 200 g chinh xac
den 0,001 g; can co kha nang can 600 g chinh xac den 0,01 g; va can cd kha nang can 3 000 g
chinh xac den 0,1 g.

6.4 Chai polyetylen dé pha ché, ding cho dung dich flo tiéu chuan (5.2.1), dung dich hap thy
(5.2.2) va chat dém (5.2.3).

6.5 Micropipet, c6 dung tich khac nhau, loai it nhat 1a 1 ml.

C6 thé st dung chai polyetylen 250 ml (5.4) phu hop dé phan chia lweng nhé thé tich dung dich flo
tiéu chuan (5.2.1).

6.6 Thiét bi cho phép thay phan nhiét dé cao trong 106 nung dang é6ng (xem Hinh 1)
6.6.1 May phat hoi nwéc, bao gom:

a) binh day tron, dung tich 2 L;

b) vé gia nhiét, dung tich 2 L;

c) 6ng ch Y, bang thay tinh, dwdng kinh 10 mm;

d) 6ng phan b oxy, dd xép 0;

e) van, ba hwéng va hai hudng.

6.6.2 Lo 6ng silica va cac phu tung

S dung cac thiét bi twong dwong nhw quy dinh trong 1SO 351

a) Ong silica, lam bang silica tinh khiét mau trang duc (cé duong kinh ngoai 25 mm, duwdng kinh
trong 20 mm), chiéu dai (loai dién hinh 700 mm) phu hop aé str dung déi véi tirng 10 riéng biét
(thdéng thwdng chiéu dai xap xi bang 400 mm). T6t nhét |&, cudi dau dan khi ra phai thu hep dé Idng
vao 6ng c6 dudng kinh khoang 7 mm.

CHU THICH Cach khac la c6 thé dung ng dot co két cau chiu Itra khong twong (ng voi dac tinh
(rng suat nhiét cho hoat déng ctia phwong phap nay.

b) Nt Silicon, c6 dwdng kinh 20 mm, dat & vi tri cudi ctia dau vao (va cudi dau ra, néu phi hop)
ong silica dwg'c mo ta tai a).

c) Thuyén dét, lam bang s cao nhém khéng trang men (kich thwéc khodng 97 mm x 16 mm x 12
mm) nung & 1 000 °C trong 1 h.

d) Vat day silica va éng chir T, gom c6 thanh day silica (c6 dwong kinh 5 mm va dai 500 mm)
nung chay mot dau dé tao mat dia phang c6 dwong kinh tr 10 mm den 12 mm, va mc}t dau bang
phu tir tinh néi,vc’ri dau kia bang nhya thong epoxy, ong chi T (dai 500 mm) bao gom thay tinh
borosilicat va ong silica a) dwoc lam nh6 ra 10 mm ludn qua nut b). Ngan ong chi T véi may phat

hoi nwéc bang van ba hwéng [5.6.1 e)]. S dung nam cham dé di chuyén vat day bén trong éng
chir T.

e) Lo nung, c6 kha néng dat dén nhiét d6 it nhat bang 1 200 °C.

6.6.3 Binh hép thu: chai loc khi Dreschel hoac tuong duong, dung tich 125 ml, c6 6ng phan bb khi
[6.6.1 d)] vira khit v&i dia thay tinh thiéu két, kich thwéc 16 tv 15 ym dén 40 um d&t thdng ding 90 °
cach dinh khoang 60 mm.

6.6.4 Thung nwérc, loai phu hop dé chira dwoc binh hap thu.
6.7 Thiét bi do ISE
6.7.1 May khudy ttr, dung thanh khudy polyetrafuoroethylen.

6.7.2 Bién cuc: dién cwc chon loc ion flo & trang thai ran va dién cuwc so sanh.



bién cuc florua phai dwoc lam béng hang ngay dé kéo dai cong suét tdi wu nhat. Diéu nay cé thé
dat dwoc bang cach, vi du dung bui kim cwong kich thwéc 0,25 mm, hodc phun bui nhém 1én vai
danh béng va danh bong dién cwce trong khoang tr 30 s dén 60 s. Dién cuc phai dwoc bdo quan noi
khé rao, it nhat 30 min trwdc khi st dung va dwoc chuan bi bang cach nhiing vao dung dich bao
quan (5.2.4).

6.7.3 Mini von ké, ¢ thang do 0,1 mV.

6.8 Thiét bi do IC, dwoc trang bi kém theo bom s&c ky khi, cdt phan tach anion, detector dong dién
va may tich phan.

19\ .
18
3 1
17
5
16
15 1%
Cha dan
1Van 8 Thuyén dét 15 V6 gia nhiét
2 Ong chir Y 9 Ong silica 16 Oxy vao
3 Binh day tron 10 Nwée lam ngudi 17 Van ba hwéng
4 Van 11 Binh hép thuy 18 Ong phan bé hoi nwéc
50ng chir T 12 Thung nwéc 19 Vao khoéa
6 Thanh déy silica 13 Cap nhiét dién
7 Lo nung 14 Nut Silicon
Hinh 1 - Biéu d6 veé thiét bj thay phan nhiét dé cao
7 Mau thor

7.1 Than va céc

MA&u thir 1a mau dé phan tich chung chuén bj twong rng theo ISO 5069-2, ISO 13909-4 ho&c 1ISO
13909-6 tuy muc dich thir nghiém.

7.2 Tro bay

Thong thwong tro bay c6 ¢& hat nho hon 75 pm vi vay 6 thé khong can gidm c& hat trwéc khi phan
tich. Tuy nhién trong treong hop dac biét co thé tap hop va chuén bi mau dai dién va tranh sw
nhiém béan.



8 Céch tién hanh

8.1 S6 phép xac dinh

C6 thé tién hanh phan tich hai 1an I&p lai trén phan mau thd riéng biét cta than, cdc hoac tro bay.
8.2 Chuan bj mau thir

Phan mau thir dwgc 1ay dé phan tich dwa vao phan tram khéi lwong flo cé méat. Quy trinh sau gia
thiét phan tram khoi lwgng clia flo I&én nhat 1a 2 000 pg/g. Néu biét trwéc phan tram khoi lwgng flo

I&n hon hodc, can déi dé gidm khéi lwgng mau c6 thé 1ay dé dam bao flo trong mau duoc thu hoi
hoan toan.

Can 250 mg than, céc hoac tro bay chinh xac dén 0,1 mg, (day 1a khdi lrong mau, ms) va tron déu
v&i 250 mg + 5 mg silica (5.1) trong lo nho (5.1). Néu tinh toan trén co s& khac so voi yéu cau da
nhan thi déng thdi can lwong mau khac dé xac dinh dd 4m trong than, cdc hoéc tro bay bang mot
trong cac phwong phap quy dinh trong TCVN 172 (ISO 589), ISO 11722, ISO 5068 hoac TCVN
4919 (ISO 687), twong wng.

8.3 Phép thir trang

Phép thtr trang c6 thé tién hanh hai lan 13p lai véi méi 16 mau thir.
8.4 Quy trinh thay phan nhiét dé cao

8.4.1 Chuan bi thiét bi

Cho vao binh day tron [6.6.1 a) mét it vy chdng trao va 1 600 ml nwée. D& cho may phat hoi nwéc
sbi nhe. N(“)i’b‘lnh hap thu (6.6.3) cé chira khoang 50 ml nwéc. Khi 1o da dat nhiét d6 1 200 °C, cho
dong oxy théi qua may phat hoi nwéc vao 10 véi lwvu lwgng khoang 750 mi/min trong 15 min.

Giam thiéu néng d6 hoi nuwérc, dinh vi 6ng silica trong 10, sao cho diém cudi ciia dau ra nhd ra it hon
100 mm. Dieu chinh dong oxy va nhiét dé cia may phat hoi nudc sao cho thu dwgc phan ngung
khodng 40 g trong suét 18 min thly phan nhiét d6 cao.

Tranh dé éng silica cong qua murc, nhiét dd khéng dwoc vwot qua 1 225 °C.
8.4.2 Thay phan nhiét dé cao

Thém 50 ml + 1 ml dung dich hap thu (5.2.2 hoac 5.3.2) twong (rng vao binh hap thu (6.6.3). Bao
dam dau ra cia cym ong dét 6ng cao su silicon va dém néi thay tinh silica tiép xic véi dau ra hinh
éng néu s dung 6ng dét [6.6.2 a)]. Dat binh hap thu vao thung nwéc va bao dam di dong nwéc
lam lanh bao quanh.

Chuyén hén hop mau/silica tir lo nhé (5.1) sang thuyén dbt.

Cho dong oxy, di qua may phat hoi nwéc, véi lvu lwong 750 mi/min vao 16. D&t thuyén mau thir vao
d4u vao cta 6ng dbt sao cho cach tam viing néng nhat khoang 200 mm. Néi lai thanh day silica va
éng chi¥ T, sau 1 min, thdi mét 1an niva dong oxy qua may phat hoi nwéc vao dng dét. Sau ndm chu
ky tiép theo khoang 30 s, dy thuyén mau thir ve phia trwc khoang 40 mm, méi 1an lai lay vat day
silica ra dé tranh bj bién dang Sau lan day cubi cung thuyen phai & tam ving néng nhat. Déi véi cac
loai than cu thé c6 chéat bdc & tée dd cao, giai doan dau cla qua trinh gia nhiét co thé tao ra chat
mang theo hat cacbon. Déi v&i cac loai than d6, phai giam téc do day.

Tiép tuc thay phan nhiét dd cao khodng hon 15 min niva.
Mirc nwéc trong binh (6.6.1 a)] phai dwoc duy tri trong khodng tir 700 ml dén 1 600 ml.
8.4.3 Xtr ly chéat thay phan nhiét dé cao

Tai thoi diém két thac thdy phan nhiét do cao, théi mét lan niva dong oxy xung quanh may phat hoi
nwéc va dé hoi nwdc duw thoat vao bon.

Théo céac binh hap thu ra khéi dng dét va xa dan lwong khi trong éng.



Xa chét thay phan nhiét dé cao vao trong lo polypropylen (6.2) v&i mét lwgng nhd nwéc va dé ngudi
dén nhiét dé phong.

Voi lvu lwgng dong oxy bang 750 mi/min va toc d6 gia nhiét chinh xac ciia may phat hoi nwac, tong
khdi lwgng chat thliy phan nhiét do cao & giai doan nay phai bang khoang 90 g.

Dai voi phép do bang ISE, dat chat thiy phan nhiét d6 cao Ién can, cho thém khoang 0,75 g (M)
dung dich flo tiéu chuén [5.2.1 a)] bang chai (6.4) ho&c dung micropipet diéu chinh (5.5); phan tang
khoi lwgng (m1) cho phép tinh duwgc lwong flo da thém vao.

Pha lodng bang nwéc dén 100 g + 0,1 g (m2), va lac. Ghi lai khdi lwgng chat thay phan nhiét do cao
va lac.

Déi v&i phwong phap ISE, chuyén khodng 40 g chét thily phan nhiét dé cao, da can chinh xac dén
0,02 g (ma), cho vao cac lo nhé polystyren (5.2). Tinh toan khdi lwong chat dém (5.2.3) (khoang 10
g) can dé ndng do chat dém dat dwoc 20 % (khdi lweng), va thém 0,05 g chat dém (my) bang cach
cho thém vao can (6.3) va chai pha ché (6.4). Lam kin cac lo nhé va tap hop lai dé do ISE.

8.5 bo dung dich
8.5.1 Quy dinh chung

Trong diéu nay, quy trinh md ta sy thay phan nhiét dé cao bang cach so sanh tryc tiép ISE, thém
chat phén tich ISE hoac do IC.

D& gidm thiéu dd léch, cac phép do ISE dwoc thue hién & dd roi khong déi va tai nhiét do khong dbi.
8.5.2 Phwong phap ISE so sanh truc tiép

Cho vao tirng chai trong bén chai 125 ml (6.2), 50,0 ml = 1 ml dung dich hap thu (5,2.2), ghi nhan
cac chai S1, S2, S3 va S4, va lan lwot thém 500 mg + 5 mg, 1 000 mg + 10 mg, 1 500 mg + 15 mg
va 2 000 mg * 20 mg dung dich flo tiéu chuén [5.2.1 a)] da can chinh xac dén miligam. Pha long
bang nwéc dén 100,0 g + 0,05 g, va l&c déu. Lwong flo trong cac dung dich nay la 1 ug/g 2 pg/g, 3
Hg/g va 4 pg/g. Thém mot lvong chat dém (5.2.3) da do chinh xac dén khoang 40 g vao méi dung
dich, béng cach twong tw ddi véi mau (8.4.3).

Trwéc khi do dé dung dich dat dwee nhiét dé xung quanh. bat thanh khuéy trong dung dich va cach
ly nhiét gitra lo nhé va may khudy tr. LAy dién cuc (6.7.2) ra khéi dung dich dé& bao quan (5.2.4) va
lam khé bang gidy loc. Khudy dung dich do trong khodng tir 5 s dén 10 s trwde khi nhing dién cuc
sau 20 mm va lam sach bot khéng khi tlr ph&n cdm (rng cla dién cwc. Ghi lai dién thé sau 2 min
dén 3 min (chinh xac dén 0,1 mV).

Sb doc nay phai khéng chénh nhau qué 0,1 mV trong 2 min lién tiép, véi diéu kién la cac nguyén td
cam (rng dwoc danh béng (xem 6.7.2) va dién cwe ddi chirng van hanh dung chivc néng va chira
dung dich m&i nap.

LAy dién cwce ra khoi dung dich do, rira qua bang nwéc cho vao cbe rira, va nhing vao dung dich
b&o quan da khudy (5.2.4) it nhat 30 s trwéc khi lay dé nhiing vao dung dich do tiép theo, nhuv mo ta
& trén.

Dién cwe chiu duwgc thay dbi nhé trong toan bo cac phép do, va mot vai tién b dang ké vé do chinh
xac va do chum dat dwoc bang cach kiém tra cac thay dbi nay. B4t dau doc bang sé doc S2 truwdc
moi dung dich khac. Boc S1, S3, S4 sau dé doc lai S2. Tiép theo doc S2 sau bdn quy trinh dung
dich chét thiy phan nhiét do cao, va lam lai 1an cubi dé két thuc. (Diéu chinh dd tuyén tinh cla cac
phép do dung dich gop mau/tiéu chuan/trang, dé dat dwoc chat lwong tdi wu).

8.5.3 Phwong phap ISE thém chéat phan tich
D4t dién cuc sén trong dung dich bao quan da khudy (5.2.4).

Xac dinh d6 nghiéng cla dién cuc (S) theo cac théng tin cGia nha san xuét.



B4t ddu nhw mo ta tai doan hai cta 8.5.2. Ghi lai dién thé sau 2 min dén 3 min, chinh xac dén 0,1
mV (Ei).

Duling can (6.3) va mot chai pha ché (6.4) hoac cac thiét bi phi hep khac, thém khoang 0,5 g dén 3 g
(ms cén chinh xac den miligam) dung dich flo tiéu chuan [5.2.1 b)] sao cho s6 doc dung cu do thap
hon khodng 20 mV d@én 30 mV. Sau 2 min hodc 3 min, ghi lai dién thé chinh xac dén 0.1 mV (E2).
Lay dién cuc ra khai dung dich do, rira qua bang nwéc cho vao cdc rira va nhiing vao dung dich bao
quan da khudy (5.2.4) it nhat 30 s trwde khi ldy d& nhang vao dung dich do nhw trong doan ba &
trén.

8.5.4 Phwong phap IC

Cén 100 mg = 1 mg, 200 mg + 2 mg, 300 mg + 3 mg, 400 mg + 4 mg va 800 mg = 8 mg dung dich
flo ti€u chuan [5.2.1 a)] chinh xac dén miligam vao day bén chai 125 ml hoac lo nhé (6.2). Thém 50
ml dung dich hép thu (5.3.2) va pha lodng chinh xac dén khéi lwong thue 100 g (£ 0,1 g). Phan khéi
lwong flo trong dung dich 1a 0,2 pg/g, 0,4 ug/g, 0,8 ug/g va 1,6 ug/g.

Tién hanh phép do theo hwéng dan cla nha san xuét thiét bi.

CHU THICH Cac mau c6 phan khéi lugng flo vrot qua dai hiéu chuan, yéu cau phai pha loang va
phu hgp véi nén.

9 Tinh toan
9.1 Quy dinh chung

Phuy thugc vao quy trinh st dung dé xac dinh lwgng flo trong chét thay phan nhiét d6 cao, Can mot
trong cac cong thirc trong cac dieu sau dé tinh ket qua. Trong mai truedng hep khoi lwgng flo dwoc
tinh cho méi mau va dung dich th trang, va phan tram khdi lwgng flo trong mau dweorc tinh theo
cbng thire sau:

M, — iy

M 1)

WEand =

trong do
WE ad 1& phan khéi lwong flo trong mau, tinh bang microgam trén gam;

m¢ la khéi lwong flo trong mau hodc chat thiy phan nhiét d6 cao thir nghiém trang, tinh béng
microgam,;

ms 1a khéi lwong clia mau 14y déi véi viéc thiy phan nhiét do cao, tinh bang gam.
9.2 Phwong phap ISE so sanh truc tiép

St dung s6 liéu thu duoc tir dung dich hiéu chuén, dé thi logarit ciia phan khéi lwgng flo theo dién
thé, tinh bang milivol.

CIjU THICH Vi dung dich pha loang 4 + 1 1a twong duwong voi dung dich hiéu chuén va dung dich
mau, nén bé qua viéc pha lodng nay trong cac tinh toan tiep theo.

T d6 thi, thu dwore phan khéi lwong flo we 2 trong dung dich mau.
Theo do

M = Wr,2M2 - Wr,1M1

trong do

m¢ la khéi lwong flo trong mau hodc chat thiy phan nhiét d6 cao thir nghiém trang, tinh béng
microgam;

we 2 1a phan khéi lwgng cla flo trong dung dich mau, thu dwoc tr d6 thi, tinh bdng microgam trén



gam;
m; & khéi lwgng mau cta chat thiy phan nhiét dé cao (100,0 g), tinh bang gam;

We 1 1a phan khoi lvgng cda dung dich flo tiéu chuan [5.2.1 a)] = 200 pg/g (tlr phwong phap) tinh
bang microgam trén gam;

my la khéi lwong flo tiéu chuén [5.2.1 a)] da thém vao san pham thdy phan nhiét d6 cao, tinh bang
gam.

9.3 Phwong phap ISE thém chét phan tich

Tinh khéi lwong flo theo céng thirc sau
wim ,m,

ma[‘.f+ L Jm{E"Ef}-f

m; = =wm,
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trong do

ms 1& khéi lwong flo trong mau hodc chat thiy phan nhiét dd cao thtr nghiém trang, tinh bang
miligam;

w la phan khéi lwgng cdia dung dich flo tiéu chuén [5.2.1 a)] va [5.2.1 b)] (200 pg/g) tinh bang
miligam trén gam;

m2 la khdi lwong mau hodc chat thiy phan nhiét dé cao thir nghiém trang, tinh bang gam;

mq la khéi lwgng dung dich flo tiéu chudn [5.2.1 b)] da thém vao dé dat duoc dién thé Ey, tinh béng
gam;

ma la khdi lwong wéc sb clia chat thiy phan nhiét dé cao, tinh bang gam;
mp 1a khdi lwong ctia chat dém thém vao dé thu duwoc wéc sé, tinh bang gam;
E. la dién thé dau cla chat thiy phan nhiét d6 cao c6 chat dém, tinh bang milivol;

E2 la dién thé cudi clia chét thiy phan nhiét d6 cao c6 chat dém sau khi thém dung dich flo tiéu
chuan, tinh bang milivol;

S la d6 nghiéng cla dién cwc & nhiét dd cla phép xac dinh; tinh bang milivol trén néng do 10;
my la khdi lwong dung dich flo tiéu chudn [5.2.1 a)] thém vao 7.4.3, tinh bang gam.
9.4 Phwong phap IC

St dung cac sb ligu thu dwoc tir dung dich hiéu chuén, d6 thi phan khéi luvgng flo trong chét thay

ph{?ln nhi§t d6 cao theo do npay thiét bi IC (ghéng han chiéu cao pic hoac dién tich pi,c). Thu du’o’g
phan khoi lwong flo trong mau hodc san pham thdy phan nhiét d6 cao thtr nghiém trang we» tir d6
thi nhw sau:

ms = Wr,2M2

trong do

m¢ la khéi lwong flo trong mau hodc chat thiy phan nhiét d6 cao thir nghiém trang, tinh béng
microgam;

W2 la phan khéi lvong cia flo trong mau hoac chét thay phan nhiét d6 cao thir nghiém trang, tinh
bang microgam trén gam;

m2 khéi lwong mau ther hodc chét thay phan nhiét dd cao thér nghiém trang (100,0 g), tinh béng
gam.



10 Biéu thijkét qua

Béo c&o két qua la gia tri trung binh ctia phép xac dinh hai lan I&p lai, theo d& chum dwoc biéu thi
trong Bang 1.

Bang 1 - B4o céo két qua thip

Do I&n két qua Bao cao dd chum
Ho/g Ho/g
<500 Chinh xac dén 5
> 500 Chinh xac dén 10

Két qua cta phép xac dinh md ta trong tiéu chuén nay duoc bao céo trén co s& khd khong khi. Két
gua tinh theo co s& khac dwoc dé cap trong TCVN 318 (ISO 1170).

11 D6 chum
11.1 Gi&i han d6 lap lai

Két qua cla cac phép xac dinh hai lan 13p lai, thwe hién tai cac thoi diém khac nhau, trong cung mot
phong thi nghlem do cung mét nguoi thao tac, trén cung mot thiét bi, trén cac phan mau the dai
dién 1ay t cing mét mau phan tich, khéng dwoc chénh nhau qué gia tri néu trong Bang 2.

11.2 Sw chénh léch té&i han cuaa dé tai lap

Gié trj trung binh céc két qua cua cac phép xac dinh kép thye hién trong tirng phong cua hai phong
thi nghiém khac nhau trén cac phan mau dai dién 1y tir ciing mét mau sau lan cudi ciing chia mau,
khéng dwoc chénh nhau qua cac gia tri néu trong Bang 2.

Bang 2 - Sé liéu vé dé chum déi véi flo

Dai phan tram khéi lwong Do lap lai Do tai lap
ug/g ug/g ug/g
<200 10 20
>200 20 15 %?

2 gi4 tri wéc s6 phan tram 14 twong dbi so véi két qua trung binh.

12 B&o céo thtr nghiém

Bé&o céo thir nghiém gém céc néi dung sau:
a) nhan dang mau thi;

b) vién dan tiéu chuén nay;

c) ngay, thang tién hanh phép the;

d) két qua va phuong phap biéu thi két qua.



